
LIMIT VALUES FOR POLLUTION

Explosive materials Delivery prohibited

Radioaktivity from 0,5 μSv/h delivery prohibited

Hg from 1 ppm delivery prohibited

Be from 1 ppm delivery prohibited

Cyanide from 1 ppm delivery prohibited

Se from 10 ppm delivery prohibited

Te from 100 ppm delivery prohibited

As from 100 ppm delivery prohibited

Sb from 100 ppm delivery prohibited

Bi from 100 ppm delivery prohibited

Cd from 1% delivery prohibited

Sn from 1000 ppm consultation

Al from 1000 ppm consultation

V from 1000 ppm consultation

Tl from 1000 ppm consultation

Mn from 2000 ppm consultation

Ta from 4000 ppm consultation

Pb from 3000 ppm consultation

Cr from 5000 ppm consultation

Ni from 15% consultation

Co from 5% consultation

Ga from 5% consultation
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